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1. ASTM E415
2. CNS 10006

JIS G1253
l.
C: (0.025 t0 0.60) %
Si: (0.02 to 0.60) %
Mn: (0.40 to 1.60) %
P: (0.006 to 0.060) %
S: (0.005 to 0.055) %
Cr: (0.01 to 0.60) %
Mo: (0.016 to 0.80) %
Ni: (0.02 to 1.00) %
Al: (0.06 to 0.07) %
Cu: (0.10 to 0.50) %
Ti: (0.002 to 0.10) %
V: (0.008 to 0.30) %
Sn: (0.005 to 0.045) %
B: (0.0004 to 0.0070) %
2.
C: (0.025 t0 0.60) %
Si: (0.01 to 0.60) %
Mn: (0.40 to 1.60) %
P: (0.005 to 0.060) %
S: (0.005 to 0.060) %
Cr: (0.01 to 0.60) %
Mo: (0.016 to 0.80) %
Ni: (0.02 to 1.00) %
Al (0.06 to 0.07) %
Cu: (0.10 to 0.60) %
Ti: (0.002 to 0.10) %
V: (0.008 to 0.50) %
Sn: (0.002 to 0.045) %
B: (0.0004 to 0.0070) %
%% ¥ (CE)

WEREAN RN E, B

ABBEEERLE»MER BK

#Z 45 L4064-230804




PoLol 2K aeemititai

P~ K55 SR A

MO02 4 14 5%
CNS 2111

JIS 72241

ASTM A370

ASTM ES8/ESM

(200 to 1950) kN
(20408 to 198838) kef
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CNS 3941

JIS 72248

ASTM A370

ASTM E290

PR ik 4R F B (3 to 28) mm
B E: sM4% E 42 (9.5 t0 38) mm
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